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الكلي
موضوع الأطروحةأسم الطالبت

.Volumetric changes in acrylic denture base materialنادرة عبد الرضا حاتم4291

Restrictive influence of tray design upon casts accuracyوداد عبد الهادي النقاش4302

The incidence goup function and canine protection occlusion in angels classificationهناء عباس العاني4313

ي رستم العسل4324
.The effect of polymerization methods on the extractable cadmium levels of dentureعدنان راض 

.Position of artificial occlusal plane as related to other craniofacial planes (cephalometric study)ندى جورج حسو4335

.The use of facial measurement in selection of anterior teethمحمد مظفر محمد علي4346

The use of microwave energy in polymerization of radiopaque denture base polymersأحمد صباح علي4357

Some properties of acrylic denture base materials processed by two different techniques رائدة جبرائيل اسحق4368

Alveolar ridge size and denture successذكرى أسماعيل محمد4379

ندى عادل يونس يحيى43810
The position on the artificial occlusal pane as related to other craniofacial planes (cephalometric 

study).

.Morphometric study of maxillary edentulous arch in Iraqi populationياسمين طه محمد امين43911

لندا نجيب شقيق44012
The effect of remel tinc and casting procedures on castability and chemical composition of dental 

alloys.

.The immediate effect of complete dentupes taste acuityنهى أحمد الشماع44113

.Influence of sound loudness on the registeration of vertical dimensionsرفاه حبيب عبد الامير44214

استخدام طاقة الموجات الدقيقة في بلمرة مواد صناعة قواعد الطقوم المقوات واللانفاذة للاشعة السينيةمصطفى عدنان علي44315

أنتصار جميل اسماعيل44416
Loss of teeth  and prosthodontic treatment need among primary and secondary school teacher in 

Baghdad, Iraq.

.Evaluation of edentulous mandibular alveolar ridges, a comparative studyسعد ياسين نوري44517

.The effect of chlorheyidine in the disineection  of alginate impressionصبحاء نعمان الجلبي44618

.The corrosion behavior of casting and recasting of nonprecious alloysمضر عبد المنعم السيد علي44719

Prosthodontic cephalometric standards and their relation to facial type in Iraqi adult sampleبسمة شاكر عبد الله44820

.Comparison of predominant micro canisns on acrylic resin curedنداء محمد جعفر44921

45022
أموية عبد الرحمن حسون 

محمد
Measurement of protpusive condglar path angle using a graphic computerized technique in partially 

edentelous patients.

45123
جنان عبد الحميد جميل 

الشيخلي
The effect of disinfectant solutions on some properties of dental stone.

The effect of disinfectants on denture base materials (heat and microwave)مي منذر جميل45224

عبد السلام علي زويد45325
Occlusal accuracy of casts mape from selected imipression materials and articulated by different 

methods .

.Prosthodontic treatment need  among  primary and secondary school teachers in Jarrash, Jordanعماد الدين  مصطفى45426

. The distortion of alginate impression matral in relation to different degrees of teeth inclinationفائزة محمد حسين45527



ت 

الكلي
موضوع الأطروحةأسم الطالبت

The effect of denture cleansers on the surface roughness, of denture base materialرغداء كريم جاسم45628

role of time and concentration on the activity of chlorhexidine incorporated in stone mixtureباسمة محمد علي45729

45830

.Cephalometric estimation of occlusal plane and lnclination as relatedوميض جبار سعيد45931

.Disinfection of acrylic resin cured by 2 different techniquesجبار سالم سرحان46032

.Comparative study between two techniques for recoding ceniric jaw relationعلياء حامد رشيد عباس46133

يف عبد الكريم46234 أيمن شر
Comparative study between two techniques for recoding ceniric jaw relation.using cephalometric 

analysis

.The effect of diagnosis and clinical experience on the removable partial denture designسلمى عدنان سعد الدين46335

.Evaluation of some physical and mechanical properties of refabricated self-curedمحمد طالب عبد الحسين46436

the impact psychameratic status, technical quality and some other factors on patient satisficationأنتصار كاظم  فرهود معلة46537

غيداء حاتم العزي46638

شذى شعبان رجب46739
Clinical and radiographic evaluation of protrusive condylarpath in asymptomatic and symptomatic 

volounteers with TMJ disorders .

.The influence of saliva and ortea on the staining ability of chlorhexidine to hot cure acrylicجاكلي   عيسى حنا حسو46840

.Duplication of complete denture using sectional mould techniqueطارق جاسم محمد عبد الرحيم46941

سندس أسماعيل العزاوي47042

47143
عمار عبد الحميد مصطف 

Effect of chemical disinfectants on some properties of denture base resinمحمد ظاهر صبحي47244

أبراهيم حمد خلف الفهداوي47345
Evaluation of tensile and shear bond strength of polyvinyl siloxane impression material to light cured 

tray

مكارم محمد عبد الكريم47446

fitness of acrylic denture base relined and repaire by microwave irradiation (comparative study)عمر عبد الوهاب عبد الكريم47547

Compressive strength of several gypsum products dried by nmicrowave oven with different programsنعيمة شاكر باقر الحداد47648

The effect of metal inserts on the transverse strenght and deflection of the repaired acrylic specimensبان أحمد المدرس47749

.Two-dimensional einite element stress analysis of upper complete dentureنور الدين عبد الستار حامد47850

.The efficacy of antifungal agents incorporated into heat-cured acrylicلجي   أحمد عبد الرزاق47951

Measuring soft tissue displacement and recovery beneath removable partial denture (in vivo)صباح صاحب الحبيب48052

ي48153
 
حكمت جميل عبد الباق

measurement of thefree end extension tissue displacement on the case obtained from various 

impression

كو48254 .effect of madacide disinfeetant solution on some of physical and mechanical propertiesرمزي يونان بي 

.Effect of denture adtiesives on the retention of maxillary  complete denture يعرب محمد سلمان48355
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الكلي
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.The influence of teeth altrition and aging on the condylar path and angleرفاه عادل ابراهيم48456

The comparison of mechanical properties of different relining materialsجوان فاتح عبد الكريم المدرس48557

.The effect of an air-dower polishing system on some prosthetic materialsزينة أسماعيل احمد زكي48658

ي عبد الاحد48759
Evaluation of some physical and mechanical properties of different brands of acrylic resin teethمهند مت 

cytotoxicity assessment of acrylic resin denture base materias (an in-vitro study)محمد شعلان عبد الله48860

ي48961
 
ق  عبد الرحمن علي شر

Determination of prosthodontic cephalometric standards in Sudanese sampleحسي  

The effect of different surface treatment on the transverse strength of repaired acrylic specimensميادة قاسم عبد الغفور49062

.Measurement of /S/ closest speoking space by computer  analysisثروت عبد الله ماجد العزي49163

محمد عبد الوهاب الصباغ49264
comparative study between myodynamic and conventional complete dentur in patients with severly 

resorbed mandibular residual ridge

.The role of psychoneurotic social and other factors in refusal of completeأيمان صالح مهدي49365

.Management of snoring by using an antisnoring oral applianceعلي بسام علي البي 49466

ي49567 .The effect different curing method and water absorption on glass transition temperatureغسان عبد الحميد ناج 

. The effect air abrasive particles on the retention of  the maxillary complete dentureعلياء محمد هشام49668

.Emg study masseter and temporall is in two cemtric relation positionsلمى موسى ابراهيم49769

.Determination of prosthodontic cephalometric standards and its relationوليد أسماعيل محمد سلامة49870

.Antifucial activity of nystation micronazole and fluconazoleفؤاد عتيق علي49971

influence of facial type on the occlusal vertical dimension (cephalometric study)مكارم عبد الرسول جابر50072

factors affecting endhesion of candida albicans to acrylic surfacesأيناس وهاب عمران50173

.Evaluation of the retention of hidden clasp in ree and extension removableسليمان محمد علي50274

The effect of storage time and disneection mifthod on the activity of some dentalأيناس محمد الخفاجي50375

.Evaluation of water sordtion, solubility and bond strength of some soft lining materialsبشار عبد العزيز عبد الرحمن50476

.Evaluation of certain physical and mechanical properties of locally prepared dental ceramic materialعبد الأئمة بركة علي50577

.Influence of loss and wearing complete denture on the protrusiveريا حاتم صلال50678

A comparison of the masticatory efficiency In complete denture wearers by usingمهند محمد حسن جاسم50779

.The effect of cobalt chromium and acrylic removable partial denture on tasteريم عبد الرحيم نصيف50880

.Electromyography evaluation of messeter and anterior temporalis activity in dentureمحمد رضا حسن هادي الربيعي50981

.Everted stresses fron loadind distal extension removable partial dentureوسماء صادق محمود51082



ت 

الكلي
موضوع الأطروحةأسم الطالبت

.Electromyography  evaluation  of the activity of masseter and anterior fibers of temporalisزينب صالح عبد الله51183

.Deflection fatigue resistance of cobalt-chromium alloy and commercially pureلباب كامل محمود51284

ي51385
 
.Functional and psycho-social satisfaction among denture wearers and lowerعادل أحمد دليمىي العان

محمد نصر حسين51486

. Comparative study between 2 techniques for recording the occlusal vertical dimensionحسام محمد سعيد الاسدي51587

لميس عبد الله مهدي51688
The effect of denture cleansers on the surface roughness, weight and ion release of cobalt chromim 

denture base rasting alloy.

.Some saliva properties in dental edentulous and denture wearersمنتهى شعلان سبهان51789

.Functional disturbance in complete denture patientsرنا محمد محمود احمد51890

 علي51991
.Evaluation of some properties of alocally prepared impression compoundنمي  حسي  

خالد محمد عبد الحسن52092
Face form and measurements as a guide for the selection of maxillary central incisors by using 

computerized  photo grammetry.

نبأ عبد المنعم النداوي52193
Effect of deferent stone/plaster proportion on compressive strength, setting temperature and teeth 

position during upper complete denture construction.

.The effect of different metal surface treatment on the shear bond strengthأسيل حسي   سلمان حاتم52294

52395
محمد أبراهيم عبد الرحيم ابو 

ة عي  
 Evaluation of tensile bond strength of tooth-denture beise resin as a function of different surface 

treatments and processing regimes

محمد شويش عبد الله52496
Comparison of different impression techniques in determining soft tissue displacement in distally 

extended RPD.

. Computerized method for evaluation of duplicating complete dentureصلاح خلف عباس الراوي52597

.Comparison resultant stresses and displacement in lower complete denture with differentعبد الباسط أحمد فتح الله52698

52799
 علي 

 علي حسي  
تحسي  

العبيدي
Tomographic  evaluation of candyle-fossa relation at different maxilla-mandibular relationship

سلوان جواد حسن528100
The use of two orbital measurements in the selection of the artificial upper anterior teeth for 

edentelous patients (clinical anthropological study)

ي529101
 
محمدعدنان عبد الباق

The effect of palatal reduction of the maxillary complete denture-on the retention and patient 

satisfication

ي530102
 
.Evaluation of muscular activity of masseter and temporalis muscle of class, I, class IIأري    ج شهاب احمد البيان

.Evaluation of dimensional changes of cobalt-chromium removable partialمحمد فهد مطلك531103

بيان سليم خلف532104
Computerized measurement of bite-forces for edentulous subject with denture bases of different 

impression technique

.Deflection fatique resistance of soldered cobalt-chromium alloyأسيل سلمان خزعل533105

ي يعقوب الريس534106
ريتا مت 

The effect of water sorption on dimensional changes and transverse strength of filler reinforced 

acrylic denture base material.

مروة صلاح شاكر535107
Ultrasononography of tongue movement and efficinccy in elderly dentates and complete denture 

wearers

ي536108
زياد طلفاح عبد الغت 

Tissue reaction to different types of acrylic denture base resin implants in golden Hamsters and New 

Zealand rabbits

The effect of some antihypertensive drugs on the retention of maxillary complete dentureعالية محمود علوان الشيخلي537109



ت 

الكلي
موضوع الأطروحةأسم الطالبت

Characterization of a locally developed Type I stick impression compoundزيد رمزي عبد الخالق538110

Evaluation od some properties of visible light cured acrylic denture base materialsالاء عبد الكريم حسين539111

.The effect of fiber reinforcement on some properties of repaired acrylic resinعلي أحسان كريم540112

وق ماجد عباس541113 .The effect of calcium hypochlorite disinfectant on some physical and mechanicalشر

.The effect of the wettability on the retention of different denture base materialsلينا عبد الحميد عبد الفتاح542114

أسيل محمد صادق الخفاجي543115
Effect of prepared denture cleansers on some properties of stained acrylic resin denture base material 

cured by 2 different  techniques.

ي544116 ي نزار صي 
 
.Detection of candida albicans from the oral cavity and finger tips of complete dentureأمان

ي545117
 
.The psychological effects  of tooth loss on the pastially edentate selected Iraqi peopleأميمة كمال كاق

ي546118
.Effect of htermocycling on some properties of soft denture linersفاتن خالد علي القاض 

.Corrosion evaluation of some dental base metal alloys with and without solderingمحمد جواد حسي   نصر الله547119

.Evaluation of termverse and tensile strengths of different acrylic denture base materialsمحمود محمد عبد الرحيم548120

.The effect of complete and partial dentures wearing on taste acuityفارعة وليد عبد الحكيم549121

.Complete denture complaints in geriatric patientsمحمد رياض عبد الجبار550122

.The effect of disinfeetion tsay pesation and adhesive usage on the tensile strengthاحمد عبد الاله  يوسف551123

.The effect of using different impression techniques and displacement in free-end extension ridgesراويه ناطق  خضي 552124

.Evaluation of the effect of double flask method on teeth mouements in completeاشواق مراد محي553125

.The effect of recasting on some mechanical properties of co-cr alloyحسام مجبل  خلف554126

.The seliability of the imtescondylas with in detesming the occlusal vertical dimensionطاهر محمود  بريص555127

the effect of fiber renforcment cemet on some properties of visile light cured acrylic denture baseزينة حسي   صالح556128

.Evaluation of the effect of denture cleansers on some properties of two soft dentureآلاء عبد المنعم عبد الكريم557129

.Evaluation of changes in some properties of acrylic denture base materials     علي صلاح عبد الامي 558130

.Evaluation of the effect of polishing techniques on surface roughness and adhesion  of candiedأشاء محمد حمودي559131

تميم خضر جاسم560132
Effect of adhesive materials and surface roughness tensile bond strength between some elastomeric 

impression materials and cold are acrylic.

.The effect of flasking tension system on the adaption of acrylic resin denture baseفرح نبيل محمد طاهر561133

.Evaluation of temsle and shear bond stsemgth of polyriyle siloxame mpsession materialابتهاج سميع عامر562134

.The effect of fiber rein forcement and surface treatment on some of the mechanicalنور فلاح عبد الهادي563135

.Determination of the vestical dimension by cranio-jacial measurements usingهديل عدنان محسن564136
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الكلي
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.Evaluation of some properties of three types of denture R line materialsرولا وليد عبد الرزاق عبد الوهاب565137

.Evaluation of some properties of louse silicon based soft denture selinenخديجة صاحب حسن566138

احمد مهدي هادي567139
The effect of water strength on teeth displacement in complete denture using two types of hot cure 

acrylic.

.The effect of air-abrasive particles on the retention of lower complete dentureعمر شلال حبيب عبد الله568140

.Evaluation of the shear bond strength of astificial teeth to the denture baseميثاق راضي محمد علي569141

.Evaluation of some physical properties of two permanent heat cure silicone softعلي جميل عبد الصاحب570142

. The effect of three different denture adhesive on the retention of mandibular complete dentureالهام هادى عبد يوسف العبد اللة571143

نغم بهجت كامل عبد اللطيف572144
Effect of addition of different lengths and concent sations of silane treated glass fibers on some 

properties of heat cured acrylic resin.

فراس عبد الامير فرحان محمد573145
Effect of different metal surface treatments on microleakage of the two types of acrylic resins heat and 

light cured at Co/Cr interfaces

The shear bond strength of artificial teeth with acrylic denture basesعلي نعمة احمد حسين574146

575147
حسني   قحطان عبد الخالق 

علوان
The effect of different packing methods silinated glass fiber incorporation and Co/Cr framework 

involvement on the fit of acrylic denture base at the posterior palatal region

576148
أحمد نوري عبد الحميد عبد 

المجيد
Evaluation of thermal conductivity of alumina reinforced heat cure acrylic resin and some other 

properties

Mechanical and histological significance of nigella saliva oil extract on bone implantشمد صلاح عبود موسى577149

علا كمال رفيق578150
evaluation of the effect of poly vinyl pyrrolidone addition on some physical proereties of heat cure 

acrylic denture base



ت 

الكلي
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علي محمد خورشيد579151
effect of ifferent metal surface treatment and thermocycling on shear bond strength of heat cure  and 

light cure atCr-Co and Ni-Cr interface

أسيل عبد الأمير580152
evaluation of biological effect of 2 typs of denture base material reainforced with silamapeted glass 

fibers with estemation of left residual monemer

581153
 سمي  محمود جميل 

مصطف 

الشيخلي
comaretive study of wettability of deffirent lining ,tissue conditioning in denture base material

محمد سلمان حميد خليفة582154
effect of different denture clenser solutions on some machanical and physical properties of nilon and 

heat cure acrylic denture bacse material

رشا مهدي  حسن583155
evaluation of mechanical and histological significance of nigella satiba oil extract on the 

osseointegration of hydroxy apptite coated cpti_implants

غزوان عدنان عبود584156
effect of ifferent metal surface treatment and thermocycling on shear bond strength and microleakage 

of the flexible  atCr-Co and Ni-Cr interface

آزاد محمد رضا محمد علي585157
effect of thermocycling on some mechanical properties  of poly amidic hypoallergenic denture base 

material

ياسر علي حسين586158
influence of different ph of sliva and thermal cycling on the adaptation of different denture base 

materials

زينب محمود جواد587159
clinical evaluation for the masticatory effeciency of heat cure resin and flexible tpys of denture base 

material

effect of glass fiber reinforcment surface treatment on the soft liner retention and longevityايناس عبد الستار  سلمان حسي  588160

علياء خليل عواد589161
evaluation of the effect of plasma on transverse strength - surface riughness and candida addhesion of 

2 typs of acrylic heat cure and light cure

شيماء حسن590162
the effect of plasma treatment on the bonding of soft denture liners to heat cure acrylic resin denture 

base material and on some surface properties of acrylic resin polymer

مصطف  فهد محمد591163
assessment of some mechnical properties of imprekon and duran thermoplastic biostan 

machine sheets in comparison with some types of acrylic resins

سناء رشيد عبد رؤوف592164
tooth movement in maxillary complete denture fabricated with fluid resin polymer using different 

investment materials

593165
صفوان عبد الحميد سليمان 

عبد المجيد
bonding strength between acrylic teethb and different types of acrylic denture base materials

the influence of high expansion dental stone and teeth adaptation of maxillary compelete denture baseغسق عبدلله محمود امي  594166

the effect of certain disinfectant agents on an alginate impression materialsحنان عبدالرحمن خلف595167

علي عبدالرضا حمود الخياط596168

علي عبد المنعم عبد الجبار597169

ظلال صباح ابراهيم598170

زيد عبد الحميد عبد المجيد599171

مهند عبد اللطيف نعمان600172
the effects of dental attrition on occlusal plane and lower facial skeleton(acephalometric study among 

iraqi adult males)

حسنين علي محسن601173
The effect of Silicon di oxide Nano-Fillers reinforcement on some properties of heat cure polymethy 

methacrylate denture base material

سلوان سامي عبد الوهاب حسن602174
investigation of some physical and mechanical properties of autoclave polymerized 

denture base materials

ازهر عمران مجيد603175
deflection fatigue resistance and other mechanical properties of cobalt chromium alloy and nylon 

tooth colored materials

دريد محمد احمد604176
evaluation of the effect of modified zirconium nano fillers addition on some properties of heat 

cure acrylic resin denture base material

علي عبد الرزاق محمد علي605177
the effect of repeated microwave disinfections on some properties of heat cure acrylic and valplast 

(nylon) denture base material

مصطف  مهدي جاسم مجيد606178
evaluation of candida albicans attachment to flexible denture base material (valplast)using different 

finishing and polishing techniques

ي607179 ي ناج 
 
ايهاب نبيل صاق

evaluation of the effect of modified nano-fillers addition on some properties of heat cured acrylic resin 

denture base material

علا خليفة احمد608180
effect of silver nitrate incorporation into heat polymerized acrylic resin on bacterial activity 

and some mechanical properties

سمر صباح علوان صفار609181
Retentive forces, tensile strength and deflection fatigue of Acetal clasp thermoplastic 

material in compparison with cobalt-chromium clasp

the effect of cobalt chromium & acrylic removable partial denture on taste sensationريم عبد اللطيف610182

بيداء حسين عبد عون611183
the effect of denture cleansers on the surface roughness, weight & dissolution of CoCr denture base 

casting alloy

evaluation of masseter & anterior temporalis activity in denture wearers by electromyographyاحمد صلاح حميد612184

عبد السلام رشيد613185
evaluation of antifungal activity of nystation miconazole & fluconazole incorporated into four denture 

liners in vitro study

the effect of various clasping on the retention of removable partial dentureخالد علي هادي614186

the role of pssychemnurtis, social & other factors in refusal of complete denture treatmentفراس سميح صبحي الشلبي615187

دراسة مقارنة بين طريقتين لتسجيل العلاقة المركزية باستخدام اشعة الوجه القياسيةانجي شريف616188

617189
حنان علي حميد شبيب 

المرشدي

evaluation of corrosion behavior of bioceramic coated commercially pure titanium and Ti6 

Al 4V alloy
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الكلي
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ي618190
 
عامر صبحي وحيد محمود العان

Mechanical and histological Evaluation of Nano zirconium Oxide Coating on titanium Alloy 

(Ti-6AI-7Nb) Dental Implants

ريم احمد شهاب شاكر619191
effect of certain chemical surface treatment on required bond strength of different heat 

cure denture base materials

سعد ابراهيم نوري620192

سما عبد الرزاق علوان منصور621193
the effect of the addition of silanized naon titania fillers on some physical and mechaincal properrties 

of heat cured acrylic denture material

هيثم توفيق عبد الرزاق القيسي622194
   The effect of glass flakes reinforcement on some mechanical  properties of heacuerd 

poly(methy l methacrylate) denture base material

دانيه فوزي محمود623195
the Effect of pores in dual nano hydrooxyapatite coating on thermally oxidized commercial 

pure titanium mechanical and histological Evaluation

The Initial Stability of Dental Implant with Horizontal plate (An InVitro Study)ياسين حسن مطيع624196

وفاء ابراهيم محمد625197
the effect of addition of untreated and oxygen plasma treaed poypropylene fibers on some 

properties of heat cured acrylic resin (Acomparative study)

بان سعد جاسم حمادي626198
The effect of silan ized alumina nano- fillers addition on some physical and mechanical 

properties of heat cured polymethyl methacrylate denture base material

ضحى حسين محمد ظاهر627199
Biomechanicl and Histological Evaluation of porous titanium implants (CpTi)fabricated by 

powder technology 

غسق هشام جاني صبر628200
Torque removal test of strontium chloride and hydroxyapatiye coated commercially pure 

titanium implant complemented with histomorphometric analysis (acomparative study)

زينب عبد المنعم عزيز629201
the effect of incorporation of prepared Ag- zn zeolite on some prpperties of heat 

polymerized acrylic denture base materials 

شناي محمد عطيه630202
effect of different paiatal vault and shapes and woven glaas fiber reinforcement on 

dimensinal stability of high impact acrylic denture base

رؤى حميد مجيد جواد كرادي631203
Effect of modified nanohydroxyapatite fillers addition on some properties of heat cured 

acrylic denture base materials 

مؤمن ابراهيم عيسى632204
evaluating the effect of silver nanoparticles incorporation on antifungal activity and some 

propties of soft denture lining material 

سلام خليل رشيد فرحان633205

the Effect of Er:YAG laser surface treatment on shear bond strength and some mechanical 

properties of heat cure acre acrylic dentuure base mateial bonded to chair side sode soft 

lining matral

مصطفى سعدي علي التكمجي634206
Effect of nano silicon dioxide addition on some properties of heat vulcanized maxillofacial 

silicone elastomer

طيبة عامر سلمان635207
evaluating some physical mechanical properties and candida albicans adherence 

inhibitione of new polymer nanocombostue 

حسين كريم حميد رشيد636208
 the Effect of addition nano particle zro2 on some properties of auto clave processed heat 

cure acrylic denture base material 

علاء مهدي حسين جمعه637209
Effect of sodium Fluoride and chlorhexidine Disinfectants on some Properties of Alginate 

Lmpression material

ثائر بدر دحام صبار638210
The Effect of modified zinc oxide nano fillers additino on some properties of heat cured 

acrylie resin denture base material 

علي محمد علي639211
effectof ddition Zr02 -AL2O3 nanobarticlesmixture on some properties and denture base 

adaptation ofhat cured acrylic resindture basemateral 

سجى كريم اسماعيل640212
the effect of zirconium silicate nanopwder reinforcement on some properties of heatcured 

poly (methyi merhacrylate ) denture base material

سرى سليم خالد641213
acetal linear dimensional changes and adaptation after procsessing in artificial salia in 

comparison with acrylic with some other properties 

effect of accelerated aging conditions on maxillofacial silicone elastomerمروه حارث حسن عبد الرزاق642214

عمر رشيد خلف643215

studying the effect of additione acomposite of silanized nano A12O3 and plasma treated 

polypropylene fibrs on some physical and mechanical properties of heat cured pmma 

denture base materail 

شهد باسم مصطفى خليل644216

the effect of plasma treatment on shear bond strength of high impact resin denture 

immersion in distilled water and denture clebase lined with two types of soft lining   

materials after immersion in distilled water and denture cleanser

ماجد محمد رفعت645217
evaluation of mechanica; and histological significance of nano hydroxyapatit and nano 

zirconium oxide coating on the commercnim pure titanium implants 

سؤدد عبد الله محمد الحلو646218
study the effect of additione of silanized oxide nanopartice;s on some properies of high-

impact heat -cured acrylic resin 

 osseointegration assessment of al2o3-agno3 mixture on cpti implantرسل ناطق تركي647219

نور جمال محمد سعيد الراوي648220
BIOMECHANICAL EFECT OF nd0yag laeser ablation on commercially pure titanium dental 

implant 

احمد غيث احمد649221
evaluation the efect of additition of plasma treated polypopylener fibers and silanized 

silinized dioxode nanoparticlea 

منى ناصر حسين650222
mechanical and histological evaluation of commercailly pure titanium dental imp;ants 

coated with a mixture of nano titanium oixde and nano 

رحاب عامر كريم651223
the effect of ag-zn zeolite incorrpation on some properties of condensation and addittion 

silitione impression materials 

زينة علي عبد الرحمن الطائي652224
evaluation the effect of coating amixture of ceramic nano hydroyxapatiate and magnesium 

chlorudr on osseointegation of implant in rabbites 

مصطفى شاكر محمود653225
assessment of calcim carbonate cotaing on osseointegration of commercalliy pure 

titaninm implat by torqe removal test and histomorphometri anaiysis 

الطاف قصي ابراهيم654226
the uinfiuence of chlorhexidine di-acetate salt incorporation soft deentue lining materail on 

antifungal activtiy and some mechaniacal 

حسين علي عبد الله655227
evalution of some mecheaniaical of anwe silcone materail for maxilloasfxs prostherr after 

additio 

مديحة فؤاد جميل656228
effect of disnfection on som prpoerti of heat vulcanized maxiiofacial silical elastomer 

reinforced by nano silicn dioxide


